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Ustar PCB Co., Ltd

A. Certificate of Conformance

CustomerPartNo:uArt-ftdi-revC3
Customer Part corde: 3PCB-0-00465
Customer PO:604758

Layer Counts:4 L ayer

Base material:ShengYi S1600(CTI 600)
Soldmask Type:TDS PSR-4000 HFX(CTI 600)
UL Flame Class: 94V-0/E198407 !

RoHS: Yes
Shipping quantity: 1000

Shipping Date:2018-12-14
This is to certify that the above bare PCBs have been insggcge

purchase order.

2 inspection de
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Ustar PCB Co., Ltd

B: Basic information

Shipping Quantity¥fit: 1000 PC Sample Sizedfit: 900pcs Inspection plandiiffit &l AQL=0.65
Item 1 | Description {iif Requirement Actual JEfR ACC/REJ
LG Material Type PR FR4 (S1600) FR4 (S1600) Acc

pn CTl MCTIARECTI CTI 600 CTI 600 Acc
Finished Board Thickness 5t /T 1.6 +-10%mm 1.63 mm Acc

Surface Circuit| Trace Width(min)  R/hER % 7.9 mil+20% 8 mil Acc

R  [Trace Spacing(min)  K/MER 11 mil+20% 11.02 mil Acc
Plating Hole Wall Copper Thickness L4 /% 220um 23.2 um Acc
MERERE  |surtace Copper i i /5 235um 40.2 um Acc
Surface Finish i &b 77 38 ENIG ENIG Acc
Thickness  RilibEREF =12um 15um Acc
%&?&‘;ﬁ?@ ENIG (Ni. Thickness) _ tU7 / ; ACC
ENIG ( Au Thickness) & /% / / ACC
Tape test TR X No peel off No peel off Acc
Material type PR R TDS_PSR-4000_HFX | TDS_PSR-4000_HFX Acc. |
Color i 2, green green Ace il
Solder Mask |S/M Thickness BELAR =12um 16.3 um e
PR CTl ®CTINFECTI CTI 600 CTI 600
Tape test J A 80 3K No peel off No peel off
Solvent Test R No peel off No peel off
Material type ks / /
= Color e White White
Sill;;een Component/Solder Side T {4/1{ i eS
Tape test TR AR R No peeling off
Solvent Test FEAR R No peeling off
Manufacturer's Logo il frif ey
uhmm@mmn.ULu“w ' A e
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UstarilelaCa.,  Ltd

C: Dimension inspection report for outline

QUTLINE DIMENSIONS/#+ 8 R <} UNIT/E47: mm
CODE DIMENSIONS TOLERANCES ACTUAL
i ACC/REJ
e ] H R~ NG LR
1 116.4mm*114mm +0.13 115.4mm*114.5mm Acc
: 3 235 +0.13 24.5 Acc
4 50.2 +0.13 50.8 Acc
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D: Dimension inspection report for finished hole size

FINISHED HOLE DIAMETERS/52R¢ 7112 UNIT/#42: mm
HOLE CODE| HOLE SIZE | HOLE SIZE | ACTUAL PTH NPTH QTY ACC/REJ
LERmS flLiz DE SEFR Uil E| IR V6 ] ;
1 0.2 +/-0.075 0.23 J 137 ACC
2 0.3 +/-0.075 0.32 4 16 ACC
3 0.5 +/-0.05 0.51 J 2 - ACC
4 0.55 +/-0.05 0.56

W Accept/iE 2




Ustar PCB Co.,

Ltd

E: Micro section Report

Illustration for the measurement point
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The measurement of data After thermal stress (6 deléé
THICKNESS No. SPEC.  |RESULT (um) Checkitem | resu
i 232 Delaminaton | A
2 27.1 Laminate-nqid o
3 26.8 - Corner crack “
(gsgeicﬁ':::} 4 g 265 g : Lanqi llfting :
5 27 2z
e 278
Average | NA | 2038
: | R 402
i\u;‘;‘;?esiu ; ‘ ?‘.35.““". ==




Ustar PCB-Go., Lid

F: ELECTRICAL TEST REPORT

1. TEST ITEM : OPEN/SHORT OF BARE BOARD

2. TEST EQUIPMENT TYPE
:UNIVERSAL TYPE; XIELI X600

:DEDICATED TYPE

3. TEST CONDITIONS

TEST VOLTAGE: 150 V




